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M8AB12 (THREADED TO HEAD) 12
M8AB16 (THREADED TO HEAD) 16
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NOTES REVISIONS DIMENSIONS ARE IN MILLIETERS oATE
D.R.D. 6/14/06 e -
1, BREAK SHARP EDGES .003"-.012" CHANGE DATE | CHANGEDBY | ToLERANCES: aTYS A
XX = £.010 XXX = £ .005 CHECKED BY: DATE y_ Y | |
2. HEAT TREAT PER AMS-H-6875
MATERIAL: SEE CHART " .
3. ROLL THREADS AFTER HEAT TREAT automotive racing products
FINISH: ~ SEE CHART APPROVED DATE PART NUMBER PART DESCRIPTION
4. IMPRESSION STAMP HEAD AS SHOWN
u» 6mm ACCESSORY
5. REFERENCE (REF) DIMENSIONS FOR DESIGN R T /\ — SEE TABLE BOLT-HEX HEAD
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